MAGNITUDE 7 METALS LLC

Summary Report for ERT
METHOD 14 LINE 1

Run Number 2 POM 3/9/2021 EPA Method # 315

AVG. ALUMINUM PRODUCTION RATE 9.79 TON/HR./LINE
PROCESS DATA CORRECTION FACTOR FOR ROOF 0.001781 FACTOR
EMISSIONS FROM POM (LB/HR)

% ISOKINETIC (MANIFOLD to ROOF) 87.9 %

% ISOKINETIC (MANIFOLD to ROOF) CORRECTION FACTOR

TOTAL POM COLLECTED 7.00 MG

POM CORRECTED FOR %ISOKINETIC > 120

SECONDARY POM CONCENTRATION 1.18E-04 GRAINS/SCF
SECONDARY POM CONCENTRATION 1.47E-03 LBS./HR.
SECONDARY POM CONCENTRATION 1.50E-04 LBS./TON
SECONDARY POM EMISSION 8.077 LBS./HR.
SECONDARY POM EMISSION 0.825 LBS./TON
SECONDARY POM EMISSION USING CORRECTION 0.825 LBS./TON
FACTOR

PRIMARY POM EMITTED 0.190 LBS./TON
TOTAL PRIMARY AND SECONDARY POM EMITTED 1.015 LBS./TON

ERT M14 Summary Results for POM from SS_avg.accdb
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